
 
Client Samcore Mining Pvt Ltd                                    Reference Number

Additional Notes

Report Number PSA /4684/23

Date Received 5/9/2023 4684

Date Analyzed 5/9/2023

Date Reported 5/9/2023  15:06:00 PM Internal Lab 

Compiled By Tsitsi Maparanyanga  Reference

Method Used:
Wet Chemical Methods

Sample ID Element Assay Value

Ore Li2O (%) 4.937

Mr.P.T.Chiropa Date: 05-Sep-23

Test report approved by: [Laboratory Manager]

1. Results relate only to samples tested;

Please Note: 2. This report shall not be reproduced, except in full, without the written approval of the abovesaid laboratory

3. While every effort is made to provide a service of the highest quality, the liability of the abovesaid laboratory is restricted to the cost of the services rendered


